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AGRO FIBER CO., LTD.
304 INDUSTRIAL PARK 1, 138 MOO 7, THATOOM, SRIMAHAPHOTE, PRACHINBURI 25140
THAILAND

Sample Description: MDF FIRE RETARDANT BOARD
Color: PINK

Density: 793 kg/m3

Thickness: 15 mm

Style/ltem No.: LOT 0506-21

Composition: WOOD FIBER + GLUE

Manufacturer: AGRO FIBER CO., LTD.

The above sample(s) was / were submitted and identified on behalf of the client. SGS is not responsible for
the authenticity, integrity and results of the data and information and / or the validity of the conclusion

arising therefrom. Results apply to the sample as received.
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Test Requested:

EN 13501-1:2018 Fire classification of construction products and building elements—Part 1: Classification

using data from reaction to fire tests.

Test Results: -- See attached sheet —

Test Period:
Sample Receiving Date . APR.02, 2022
Test Performing Date . APR.02, 2022 TO APR.13, 2022

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Anji Branch

scan to see the report
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Allen Zou
Approved Signatory
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Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic format documents,
subject to Terms and Conditions for Electronic Documents at ht ww.sgs.com/en/Terms-an Cunﬁ:lions."l’erms -g-Document.aspx.
Attention is drawn to the limitation of liability, indemnification sné Jurisdiction issues defined therein. Any holder of this document is
advised that information contained hereon reflects the Company's findings at the time of its intervention only and within the limits of
Client's instructions, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties to a
transaction from exarcistng all their rights and obligations under the transaction documents. This document cannot be reproduced
except in full, without prior written approval of the Company. Any unauthorized alteration, fnfasry or falsification of the content or
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the
results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.

Attention:To check the authenticity of testing / inspection report & certificate, please contact us at telephone:(86-755) 8307
1443, or email: CN.Doccheck@sgs.com
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